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§160.052-4

115 pounds for a child size for 10 min-
utes at ambient temperatures without
breaking or distorting.

[CGD 73-130R, 39 FR 20684, June 13, 1974]

§160.052-4 Materials—nonstandard
vests.

(a) General. All materials used in
nonstandard buoyant vests must be
equivalent to those specified in
§160.052-3 and be obtained from a sup-
plier who furnishes an affidavit in ac-
cordance with the requirement in
§160.052-3(a).

(b) Cover. A vinyl-dip coating may be
allowed for the covering of the vest in-
stead of a fabric envelope if the coating
meets the requirements in §160.055—
5(b)(2) of this chapter except there is no
color restriction.

(c) Reinforcing tape. When used, the
reinforcing tape around the neck shall
be 34” cotton tape weighing not less
than 0.18 ounces per linear yard having
a minimum breaking strength of not
less than 120 pounds.

[CGFR 65-37, 30 FR 11588, Sept. 10, 1965, as
amended by CGD 72-90R, 37 FR 10837, May 31,
1972; 37 FR 11774, June 14, 1972, CGD 72-163R,
38 FR 8120, Mar. 28, 1973]

§160.052-5 Construction—standard
vests.

(a) General. This specification covers
buoyant vests which essentially consist
of a fabric envelope in which are en-
closed inserts of buoyant material ar-
ranged and distributed so as to provide
the flotation characteristics and buoy-
ancy required to hold the wearer in an
upright or slightly backward position
with head and face out of water. The
buoyant vests are also fitted with
straps and hardware to provide for
proper adjustment and close and com-
fortable fit to the bodies of various size
wearers.

(b) Envelope. The envelope or cover
shall be made of three pieces. Two
pieces of fabric shall be cut to the pat-
tern shown on Dwg. No. 160.052-1, Sheet
1 for adult size, and Sheets 2 and 3 for
child sizes, and joined together with a
third piece which forms a 2” finished
gusset strip all around. Reinforcing
strips of the same material as the enve-
lope shall be stitched to the inside of
the front piece of the envelope in way
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of the strap attachments as shown by
the drawings.

(c) Buoyant inserts. The unicellular
plastic foam buoyant inserts shall be
cut and formed as shown on Dwg.
160.052-1, Sheet 4.

(d) Tie tapes, body straps, and hard-
ware. The tie tapes, body straps, and
hardware shall be arranged as shown
on the drawings and attached to the
envelope with the seams and stitching
indicated.

(e) Stitching. All stitching shall be
short lock stitch conforming to Stitch
Type 301 of Federal Standard No. 751,
and there shall be not less than 7 nor
more than 9 stitches to the inch.

(f) Workmanship. Buoyant vests shall
be of first-class workmanship and shall
be free from any defects materially af-
fecting their appearance or service-
ability.

[CGFR 65-37, 30 FR 11588, Sept. 10, 1965, as
amended by CGD, 72-163R, 38 FR 8120, Mar.
28, 1973]

§160.052-6 Construction—nonstandard
vests.

(a) General. The construction meth-
ods used for nonstandard buoyant vests
must be equivalent to those require-
ments in §160.052-5 for a standard vest
and also meet the requirements in this
section.

(b) Sice. Bach nonstandard vest must
contain the following volume of plastic
foam buoyant material, determined by
the displacement method:

(1) Five hundred cubic inches or more
for an adult size;

(2) Three hundred and fifty cubic
inches or more for a child, medium
size;

(3) Two hundred and twenty-five
cubic inches or more for a child, small
size.

(c) Arrangement of buoyant material.
The buoyant material in a nonstandard
vest must:

(1) Be arranged to hold the wearer in
an upright or backward position with
head and face out of water;

(2) Have no tendency to turn a wearer
face downward in the water; and

(3) Be arranged so that 70 to 75 per-
cent of the total is located in the front
of the vest.
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